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ALASKAN COPPER WORKS 
3200 X-RAY DEPT. 
AUGUST 31, 2012 

GRAB M09445 

CHROME SILVER 

RESULTS 0.27 0.08 

LIMITS 5.00 3.00 

AKC-0003567 


